ertiﬁcate

Date : 16.05.2021
Nr : 20210111002

Standards

Certification standard EN 10204
Dimensional standard EN 755-1/9
Tolerance standard : EN 12020-2

Customer

Product Info :

Profile Izer?]gmtr; Internal Nr. Alloy Standard PLr(c)Jtd[..'dréée
6120 19009 6063-T66 EN 573-3 13/04/2021
Chemical Composition
. Sample No Fe Si Cu Mn Mg Zn Ti Cr
Standard (EN 573-3) | 1ax0,35| 0.20-0,6 [Max. 0,1 [Max. 0,1 | 0,45-0,9 | Max. 0,1 | Max. 0,1 |Max. 0,1
8922 0.15 | 041 | 00010 | 0.012 | 0.47 0.002| 0.01 | 0.003

Mechanical Values :

Rm Rp 0,2 A
sample No (N/mm?) (N/mm?) (%)
Min Max Min Max Min Max
Standard (EN 755-2)
6063 230 - 190 - 5 -
8922 240 200 7

Statement of Compliance

Hereby we certify that the contents of this report are correct and accurate. All operations performed by us or our
subcontrators are in compliance with the reguirements of the order.

Certified by SEDAT KAMERAY





